
EPDM MolDED CornEr

The most leak-susceptible area in any gasketery system is at the Corners. It is a 
standard practice to provide some type of corner treatment to attain an acceptable 
level of weather tightness.

When a glazing system includes extruded gasket, the corner on the exterior side of the 
lite are treated to effectively create a continuous gasket around the entire perimeter of 
the lite. Treating the corners on the interior side of the lite is often desirable.
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